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1. Ténmau : BULONG LIEN KET ASTM F3125 TYPE A325 3/4" x 3-1/4"
Name of sample

2. Mb ta mau . Bulong 3/4" x 3-1/4" - dai dc - vong dém
Description Bolt — nut — washer
3. Sb lwong mau : 03

Quantity

4. Ngay nhan miu : 27/01/2026
Date of receipt

5. Thoi gian thu nghiém : 02/02/2026
Testing duration

6. Noi giri mau : CONG TY TNHH SAN XUAT CO KHi HOANG KHANH
Customer S0 524/3B, Dwong Lé Vin Mam noi dai, Khu pho Pong Thanh,
Phuwong Tan Pong Hiép, TP H6 Chi Minh, Viét Nam

7. Két qua thir nghiém : Xem trang tiép theo / Refer to next page(s)
Testing result (s)

TL. GIAM POC / PP. DIRECTOR

TRUONG PTN CO KHi & NDT TRUONG PHONG THU NGHIEM
HEAD OF MECHANICAL & NDT TESTING LAB. HEAD OF TESTING LAB

CVACAH

KY THUAT
TIEU CHUAN
.\ DO LUONG M
'\ CHAT LUQNG 3/

Pham Viin Ut Liguyén Tén Tung

. Céc két qua thir nghiém ghi trong phiéu nay chi c6 gia trj doi voi mau do khach hang gui dén va khong phai la giay chiing nhan san pham.
Test results are valid for the namely submitted sample(s) only, and this is not a certificate of product.

. Tén méu, tén khach hang duoc ghi theo yéu cau cua noi giri mau. / Name of sample(s) and customer are written as customer’s request.

. Do khong dam bao do mé rong dugc tinh tir do khong dam bao do chuén nhan véi hé sé phit k = 2, phan b chuin twong tng véi 95 % do tin cay.

The reported expanded uncertainty of measurement is stated as the standard uncertainty of measurement multiplied by the coverage factor k = 2, at 95 % confidence level.

Khéng dugc trich sao mot phan phiéu két qua thir nghiém nay néu khong c6 sy dong ¥ bang van ban ctia Trung tim K§ thuat 3.

This Test Report shall not be reproduced, except in full, without the written permission by Quatest 3.

. Phiéu két qua thir nghiém dugc ky dién tir boi Trung tam K thuat 3, moi thic méc vé két qua, khach hang lién hé theo dia chi dh.cs@quatest3.com.vn dé biét thém thong tin.
The test report is digitally signed by QUATESTS3, for further information please contact us at the email dh.cs@quatest3.com.vn.
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~ 7 iA Phuong pha X ) , ‘A
Tén chi ti€u th%r PRaP | g4t qua thir nghiém
Specification Test result
pecifi Test method
THU KEO THAN BU LONG ASTM F 606+ M1
TENSILE TEST OF FULL-SIZE 21
7.1. Dién tich mat cat ngang danh nghia mm? 215,5
Nominal cross - section area
7.2.Luc kéo dut kN 205
Tensile load
7.3. G161 han bén kéo MPa 949
Tensile strength
7.4.Vi tri hong but than
Broken positon Body damaged
Tén chi tiéu Phuong pha X, s n
. . EPNAPL két qua thir nghiém
Specification thu
Test result
Test method
THU KHA NANG XOAY (*) ASTM M2 M3
ROTATIONAL CAPACITY TEST F 3125/ F
3125M-25
7.5. Kich thuéc danh nghia bu 16ng 3/4" x 3-1/4"|3/4" x 3-1/4"
Bolt nominal size
7.6. Luc cang ban dau kips (kN) 3(13,3) 3 (13,3)
Pre-tension
7.7. Mémen tig véi luc cing 28kips (125kN)  ft.Ibs (N.m) 434 (588) | 420 (569)
Torque at 28kips (125kN)
7.8. Luc doc tryc tai goc xoay 360°, kips (kN) 34,8 (155) | 33,5 (149)
Tension at 360° rotation
7.9. Tinh trang mau sau khi thir
Status of specimen after test
e (0 thé van dai 6c bang tay Co Co
Ability to remove the nut by hand Yes Yes
e Hong ren do cat Khong Khoéng
Shear failure of the threads No No
¢ Bu long bi phéd hong Khong Khong
Bolt failure No No
Ghi cht/ Notice : (*) Bu 16ng/ Bolt: A325M - 830 MPa
1. Céc két qua thir nghiém ghi trong phiéu nay chi co gia tri d6i véi mau do khach hang giri dén va khong phai la gidy chimg nhan san pham.
Test results are valid for the namely submitted sample(s) only, and this is not a certificate of product.
2. Tén mau, tén khach hang dugc ghi theo yéu ciu cua noi giri mau. / Name of sample(s) and customer are written as customer’s request.
3. D¢ khong dam bao do mo rong duoc tinh tir o khong dam bao do chuan nhan vai hé so phu k = 2, phan bo chuan twong tng véi 95 % do tin cay.
The reported expanded uncertainty of measurement is stated as the standard uncertainty of measurement multiplied by the coverage factor k = 2, at 95 % confidence level.
4. Khong duge trich sao mot phin phiéu két qua thir nghiém nay néu khong c6 sy dong ¥ bing van ban ctia Trung tam Ky thuat 3.
This Test Report shall not be reproduced, except in full, without the written permission by Quatest 3.
5. Phiéu két qua thir nghiém duoc ky dién tir boi Trung tam K§ thuat 3, moi thic méic vé két qua, khach hang lién hé theo dia chi dh.cs@quatest3.com.vn dé biét thém thong tin.
The test report is digitally signed by QUATESTS3, for further information please contact us at the email dh.cs@quatest3.com.vn.
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